
The lead concentrate assaying typically as follows: 

 

  

Item Percentage% 

Pb 48-54 

Ag 700-1200 ppm 

Hg 10-160 ppm 

Zn 1-5 

Si 2-15 

Al 1-3 

Fe 4-15 

As 0.1-0.3 

Ti 0.06-0.09 

Ca 1-5 

Mg 0.5-2 

Na 0.05-0.09 

K 0.2-0.4 

S 3-13 

 


